
შპს „ კასპიის  საინსპექციო  კომპანია“, საგამოცდო  ლაბორატორია        

Caspian Inspection Company LLC (CIC), Testing Laboratory

აღმასრულებელი  ოფისი:                      Executing Office:

სერგი მესხის ქ.№68                               Sergi Meskhi 68 str. 

6002 ქ.ბათუმი, საქართველო                6002 Batumi, Georgia 

PETROLEUM COKE 0012

63 RWC'S COMPOSITE 31.12.2023

POTI / POTI SEA PORT 05.01.2023

DOTTED 08.01.2023

SURVEYOR 09.12.2023

No Units Method Result 

1 % mass ASTM D 4931 7,12

2 % mass ASTM D 3174 0,13

3 % mass ASTM D 6374 10,62

4 % mass ASTM D 4239 0,52

5 Vanadium (V) mg/kg ASTM D 5056 19

6 Iron (Fe) mg/kg ASTM D 5056 236

7 Silicon (Si) mg/kg ASTM D 5056 122

8 % mass ISO 12984

     Less 8 mm 41,46

Note:  This result only applies to the presented sample  

SAMPLING DATE:

LOCATION / TERMINAL: SAMPLE RECEIVED:

  Granulometry Size:     

SAMPLE SOURCE:

Tests 
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Ash Content  

Volatile matter

SAMPLE TYPE: SAMPLE ANALYSED:

    

სსტ ისო/იეკ 
17025:2017/2018    

GAC–TL-0263                            
(05.09.19 - 05.09.23)

PRODUCT DESCRIPTION: CIC SAMPLE №:

SAMPLED BY: REPORTING DATE:

Certificate of Quality

Sulphur

Total Moisture




